dTOopBYIIeneBi NoIiMepHi MOKPUTTA Ha rpadeHi
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HemopnaBHO JOCTiTHUKaMH Oy1M oTpuMaHi (TOPBYI/I€BOOHI MOTiMEpPHi MOKPUTTS Ha
rpadeHi 111 JOBroCTpOKOBOI0 3aXMCTY Bi KOpo3ii.

KopogzitinocTiiki riOpupHi niBKy CTBOPEHi Ha OCHOBI (TOPYTIEPOTHOTO IIOJTiMEPY i 0QHOIIAaPOBOTO
rpadeny. I'igpodobHa GhTOPBYTIEBOAHA MJTiBKa IOKPHBaja AedeKTH Ha Mifli 3 rpadeHoBUX
MIOKPUTTSM, 3arobiratoyu po3BUTKY KOPo3il 6e3rmocepeqHro B Micti nedekTy i BUK/IoYadu
rajibBaHIYHY KOPO3il0 MiX rpadeHoM i MifHOIO HifKIagKolo.

ITokpaieHi aHTHKOPO3ilHi BIaCTHBOCTI

Pe3ynbTaTy MigTBEPOUIIH, 110 TiOPHUOHI TOKPUTTS MaOTh MOJIINIIEeH] aHTUKOPO3iliHi BIaCTUBOCTI.
EnekTpoxiMiuHa iMIegaHcHa CIIEKTPOCKOIIiS ITOKa3asia, 10 Ti0puaHi MOKPUTTSA 3a0e3meuyoTh
eexkTuBHUY DisuuHMM Oap'ep, 0 3axXUIa€ Bil KOPO3iMHOTO cepefoBuIlla. Pe3ynbTaT JaHOTO
OOCTiIKeHHs BKpay BaXK/IUBi 151 po3p00KU TiOpUAHUX 3aXUCHUX TTOKPHUTTIB 3

BiHOBIIIOBAHOI0 CTPYKTYPOIO Ha Mifli 3 rpad)eHOBUX TOKPUTTSIM.

IlocaidxcenHs onybaikosaHe 8 acypHanai Progress in Organic Coatings, sunyck 134, aepecerv 2019,
cc. 234-243.
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